NMAHPO®OPIEZ A TO NMPOION

HIGHTEC VINTAGE SAE 20W-50 MILD LEGIERT

AGdI KIVNTAPO PETABANTIC PELCTOTNTOG NTTIA KEKPAWPEVO yia Old Kal Youngtimer ag Baon BaciKwy TIPOIGVTWY LPNANG TIOIOTNTAG.
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NMAHPO®OPIEZ A TO MPOION ROWE

TUTUKEG XOPOKTINPICTIKEG TINEG

XopOoKTNPICTIKO M£60od0og Movada Tipn
Density at 15 °C ASTM D-7042 g/ml 0.883
Kinematic viscosity KV 100 ASTM D-7042 mm?/s 18,8
Kinematic viscosity KV 40 ASTM D-7042 mm?/s 162,3
Viscosity index ASTM D2270 - 130

Pour point ASTM D-97 / DIN EN ISO 3016 C -24

CCS ASTM D-5293 cP @ °C 6600 @ -15
Total base number DIN 51639-1 mgKOH/g 6,0
Zinc-content ppm Zn 1000

AUTEC 01 XOPOAKTNPIOTIKEG TILEG Eival TUTTIKEG Yia pia oVyXpovn Ttopaywyn. Mo ta dedopéva dev TTapEXETal dIaBeRaiwan XapoKINPIOTIKWY I yydnon
KOTOAANAOTNTAG YIO KATIOIO GUYKEKPIUEVN XPAOT. H THPNON TV I0XVOUVCWY VOUIKWOV SIOTAEEWY TIOU OQOPOLV TOV XEIPIGHUO KAl TN XPHON TWV TIPOIOVIWY
aTtOTEAOVV €VO0UVN TOL TIHPAARTITN TWV TIPOIOVTWV HaC. Ta Ttpoidvta ROWE g€ehicaovtal guvexwe. M' avtd, n ROWE diatnpei 1o SIKaiwpa TPOTIoToinang 6Awv
TWV TEXVIKQOV O€S0EVWV TNG TIAPOVOOC TIANPOPOPNCNE TIPOIOVTOC OTIOTEDATIOTE Kal XWpPIG TTPoNyoUHEVN TIPOEIdOTIoINGN. Mo OAEC TIC TIOPADOTEIC ITXVOLV Ol
TPEXOVTEC MEVIKOI OpOol TIAPAdOONG Kal TIANPWHNAC TNG Talpeiag pag (www.rowe-oil.com).
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