NMAHPO®OPIEZ A TO NMPOION

HIGHTEC VINTAGE SAE 20W-20 MILD LEGIERT
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NMAHPO®OPIEZ A TO NMPOION

TUTUKEG XOPOKTINPICTIKEG TINEG

XopOoKTNPICTIKO

Density at 15 °C

Kinematic viscosity KV 100
Kinematic viscosity KV 40
Viscosity index

Flash point

Pour point

CCS

Total base number
Zinc-content

M£60od0og

ASTM D-7042

ASTM D-7042

ASTM D-7042

ASTM D2270

ASTM D-92 / DIN EN ISO 2592
ASTM D-97 / DIN EN ISO 3016
ASTM D-5293

DIN 51639-1

ROWE

Movada Tipn

g/ml 0.864
mm?2/s 7,5

mm?/s 47,6

- 122

C 246

=€ -29

cP @ °C 1670 @ -15
mgKOH/g 5,7

ppm Zn 1000

AUTEC Ol XOPOKTNPIOTIKEG TIMEC Eival TUTTIKEC YIO JIOt GUYXPOVN TIoPaywyn. Mo To deS0UEVA dEV TIOPEXETAI DIABERAIWON XAPOKTINPIOTIKGWV i eyylnon
KOTAAANAGTNTOG Y10 KATIOI0 GLYKEKPIPEVN XPHoN. H TPNoN Twv I0XV0LCWV VOUIKWY SIOTAEEWY TIOU A@OPOUV TOV XEIPIGUO KAl TN XProN TWV TIPOIOVTWY
OTIOTEAOVV €UO0VN TOL TIAPAARTITN TWV TIPOIOVTWV Hag. Ta Ttpoidvia ROWE g€ehicaovtal guvexwe. M' avtd, n ROWE diotnpei 1o SIKaiwpa TPOTIoToinaNg 6Awv
TWV TEXVIKQOV O€S0UEVWV TNG TIAPOLOOC TIANPOPOPNCNE TIPOIOVTOC OTIOTEDNTIOTE Kal XWpPIg TTPoNyoUHEVN TIPOEId0TIoINGN. Ma OAEC TIG TIOPADOTEIC IGXVOULV Ol
TPEXOVTEC MEVIKOI Opol TTAPAdOONG Kal TIANPWHNC TNE eTalpeiag pag (www.rowe-oil.com).
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